WASHINGTON STATE DEPARTMENT OF TRANSPORTATION - MATERIALS LABORATORY
PO Box 47365, Olympia WA 98504-7365 / 1655 S. 2nd Ave., Tumwater WA 98512
Chemistry Section

Contract No: 007912
TEST OF HOT POURED JOINT/CRACK SEALANT: Lab. No: Z-03909
Date Logged In: 08/04/2010 Transmittal No: 108131
SR : Lab ID No: 0000108131
Section: OLD SR 3 TO 0.4 MILES S. OF ANDERSON Bid Item No: 015.01

Material: RS 231 HOT POURED JOINT SEALANT - 9-04.2(1) -2010
Source: CRAFCO

Lot No: 72474

Sample No: 01

TEST RESULT SPECIFICATION
Penetration, 77 deg.F 105 130 Maximum
Flow mm 5 5 Maximum
Bond PASS pass/fail
Flash Point, C 210 ‘ 205 Minimum

PREVIOUSLY TESTED AND APPROVED UNDER C#7874

OSC Laboratory

Mat. File X Material: ACCEPTABLE
General File X Remarks:
Region
Construction 4. X
Project Engineer:
JERRY MOORE X (2)
0340 T2G8- T46H-- Thomas E. Baker, P.E.

T127- T134- Materials Engineer
T2L0-1 by: Marilyn Olson
T2K9- Date 08/05/2010 Telephon 09-5538



